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1. Tenm~u

Name of sample
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PHIEU KET QUA THO' NGHIf;M
TEST REPORT

: SIKA GROUT GP

16/07/2008

Page 01102

: 04/06/2008

: 01 (25 kg h6n hQ'Pvila kho trQn s£n)
(25 kg of ready mixed grout)

: t = (27 ± 2fC; RH = (60 ± 5)%

: t = (27 ± 2)OC ; RH >90%

: t = (27 ± 2fC

2. S5 1uQ'llgm~u
Quantity

3. Ngay nh~n m~u
Date of receiving

4. Nai gui m~u : CONG TY SIKA LIMITED (VIET NAM)
Customer Khu Cong nghi~p Nhon Tr~ch I, Nhon Tr~ch, D6ng Nai

5. Di~u ki~n thu nghi~m/ Test condition:

5.1 Theo d~ nghi cua khach hang, m~u thu duQ'c ch~ t<;10tu h6n hQ'P vila va nuac, pha trQn theo ti l~
sau: Nuacl Vila = 15% (theo kh5i lUQ'llg)

As the customer's suggestion, the specimens were made from the grout & water which mixed togethel
in turn of Water! grout = 15% (by mass)

5.2 Di~u ki~n nhi~t dQ (t) va dQ ~m tuang d5i (RH) bao du5ng m~u:

Temperature and relative humidity condition.

- Phong trQn m~u va thu m~u 1Mixing room and testing room

- Tu moi truemg 1Humidity cabinet

- B~ nuac bao du5ng m~u 1 Water curing tank

P. TRUONG PTN xAY DljNG
HEAD OF CIVIL ENGINEERING TESTING LAB.

NGUYEN HO NAM

I. Cae ke't qua thli nghi~m ghi trong phie'u nay chi co gia tri dbi voi m!lu do khach hang glii de'n./ Test results are valid for the namely submitted samples(s) only.

2. Khong du<;lctrich sao m(lt philn phie'u ke't qua thli nghi~m nay ne'u khong co sl! d6ng y b'tng viin ban cua Trung tam Ky thu~t 3. N/A: khong ap dung.
This Test Report shall not be reproduced, except in full, without the written approval of Quatest 3. Not applicable

3. Ten mh, ten khach hang dU<;ICghi theo yeu du eua ndi glii mhJ Name of sample and customer are written as customer's request.
4. 8(l khong dam bao do ma r(lng uoc IU<;Ingdtf<;lctinh voi k = 2, muc tin c~y 95 %. Khach hang co th€ lien he theo dia chi dttoi d€ bie't them thong tin.

Estimated expanded uncertainty of measurement with k = 2, at 95 % confidence level. Please contact Quatest 3 at the below address for further information.

Head Office: 49 Pasteur, Ql, H6 Chi Minh City, VIeT NAM Tel: (84-8) 8294274 Fax: (84-8) 8293012 Website: www.quatest3.com.vn
Testing: 7 Road 1, Bien Hoa 1 Industrial Zone, D6ng Nai Tel: (84-61) 383 6212 Fax: (84-61) 383 6298 E-mail: qt-dichvutn@quatest3.com.vn
M03/l - TTTN09 Bm (05/2008)
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6. K~t qua thu nghi~m/ Test result

Ten chi tieu

Phuong phap thu
Characteristic

Test method

1. DQ chay cua h6n hgp,

sASTM C 939 - 98I78

Flow of mixture 2. CUOngdQ nen/ Compressive strength, MPa

ASTM C 942 - 98

• 1 - ngay/ day

23,4

• 3 - ngay/ day

36,6

• 7 - ngay/ day

42,6

• 28 - ngay/ day

49,8

3. CUOng'dQu6n sau 28 ngay,

MPaASTM C 348 - 99 8,1
Flexural strength at 28 days 4. DQ no va tach nuac cua h6n hgp,

%1
ASTM C 940 - 981Bang/ Table 1

Exvansion and Bleedin

KT3-1546XD8/4

Bang/ Table 1

Thai gian thu,

DQ gian no,DQ tach nuac,DQ gian no k~t hgp,

Testing time

ExpansionBleedingCombined expansion
mm

%% %

20

-1,001,00 0

40

-1,251,25 0

60

-1,501,50 0

80

I-1,75 1,75 0

100

I-1,75 1,75 0

120

I-1,75 1,75 0

180

I-1,75 1,75 0

DQ tach nuac sau cUng,
Final bleeding

%

1,75
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Head Office: 49 Pasteur, QI, H6Chi Minh City, VD;;rNAM Tel:(84-8) 8294274 Fax:(84-8) 8293012 www.quatest3.comvn
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